BULLETIN NO:

200 gm to 150 cc water
TM-3.  Bond

TM-21 Todine Color

Fqual to Standard

Blue to Vielet
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BULTLETIN DESCRIPLION % FCUNLS GLLLAONS }
220 Limeétone - Woiting 52.38 1600
045 Asbestos VRF1O 9,82 300 B
251 Mica PEOF £.91 | 150 '
260 Mica M 350 4.91 150 |
396 Sheroid 19.64 600
019 Amijel B 012 $1.33 L0
084 Casein Unciled 5.41 165
025 Ammonium Oxalate 1.12° 35 :
216 Hydrated Lime . .36 11
453 Troysan FMA 20SEP A2 2
| TOTAL 100,00 3055
MANUFA CTURING INSTRUCTIONS:
o1, Mixing time shall be 8 minutes minimum and 12 minutes maximum.
QUALTTY CONTROL: _ |
TM-1 Viscosity 100 gm Cone @ 5 sec. 35 - 40 mm 3
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PRODUCT SPECIFTCATIONS
Test Method
TM-1 Visc:osi_}y 100 g Cone @ 5 sec 35 - 40 mm
200 gm/150 cec water .
TM-14 Viscosity, Brookfield, 200 gm/
250 cc 10,000 to 16,000
TM-2 rH {meter) 8.2 - 8.8
TM-34 Bond at 70°F Satisfactory.
TM-13 Reflectance, white 76 fo 81%
T™-18 Water Resistance (minutes) 4 minimum
T™-17 Sag None
T™-1S Settling (inches) 3/16" maximum
T™M-20 Cracking (checking, 1/16" screed) No eracks
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